APPROVED 2S. 'STICK" Lithium (LiPo) BATTERY LIST. 2017. v2

List shows years :- 2014 -- 2017.
Only Batteries detailed below (and any archive lists) are approved for EFRA Sanctioned Events.

EUROPEAN FEDERATION RADIO CONTROLLED AUTOMOBILES.
BATTERIES ON THIS HOMOLOGATION LIST HAVE BEEN CERTIFIED FOR COMPLIANCE WITH UN38.3, TESTS T1-T8.

Lithium based (LiPo) batteries detailed below, are approved for various EFRA Electric Classes. Section Rules will detail the type applicable.
Availability dates for new EFRA compliant Packs are not known at the date of publishing this list. Manufacturers have confirmed March 2017 latest.
EFRA rules do not limit battery power output, but energy capacity has to comply with Airline Requirements, based on Manufacturers data below.

Batteries approved from 2011 onwards must comply with the weight range specified. Batteries factory sealed (glue, weld etc.).
Battery packs must be able to be disconnected within the Car quickly without the use of tools. Direct soldering is not allowed.

Manufacturers advise that charge rate be restricted to 1C for optimum lifspan, but should not be more than stated below (for 2017 on).
Batteries MUST be charged using a 2S LiPo compatible charger. LiPo 'Sack’' must be used when charging or discharging prior to race.
It is strictly NOT ALLOWED, to charge 2S LiPo Batteries to give an output voltage exceeding 8.40v.

Submitted | Label Details llustration onl Manufacturer EFRA measured Approval
by: Part # y Supplied Data. Specification, Date
ey Reedy Sample complies with
Associated Reedy LiPo 2S 7.6v. EFRA dimensions.
Electrics Zappers 28.0 Wh. 100C Weights:- 05.01.17
#27310 Max charge rate: 3C Sample: 151.3 g.
5 mm. Tubes Allowed: 149/161 g.
Reedy Sample complies with
Associated Reedy LiPo 2S 7.6v. EFRA dimensions.
Electrics Zappers 44.0 Wh. 70C Weights:- 05.01.17
# 27307 Max charge rate: 3C Sample: 2209 g.
5 mm. Tubes Allowed: 215/233 g.
Reedy Sample complies with
Associated Reedy LiPo 28 7.6v. EFRA dimensions.
Electrics Zappers 46.0 Wh. 100C Weights:- 05.01.17
# 27309 Max charge rate: 3C Sample: 276.4 g.
5 mm. Tubes Allowed: 269/291 g.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 2S 7.4v. EFRA dimensions.
Metal 38.5 Wh. 130C Weights:- 05.01.17
Products | # AM 700705 Max charge rate:1.2C | Sample: 274.3 g.
5 mm. Tubes Allowed: 264/286 g.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 2S 7.6v. EFRA dimensions.
Metal 59.3 Wh. 110C Weights:- 05.01.17
Products | # AM 700112 Max charge rate: 1C Sample: 317.8 g.
5 mm. Tubes Allowed: 303/329 g.
Intellect Sample complies with
IP o 4P LiPo 28 7.6v. EFRA dimensions.
'Q;i':d # P 27.0 Wh. 120C | Weights:- 05.01.17
WY LP2s3600HV2 Max charge rate: 3C | Sample:  150.6 g.
5 mm. Tubes Allowed: 142/154 g.
Intellect Sample complies with
IP ° e sy LiPo 28 7.6v. EFRA dimensions.
'Sﬁ{fﬁt p o W soo0nrs ii= 38.0 Wh. 120C | Weights:- 05.01.17
y BG2S5000HV?2 Max charge rate: 3C Sample: 205.4 g.
5 mm. Tubes Allowed: 197/213 g.
Intellect Sample complies with
P = At o LiPo 28 7.6v. EFRA dimensions.
'Sﬁ{fﬁt p > Sonsas 46.0 Wh. 120C | Weights:- 05.01.17
y BG2S6000HV?2 Max charge rate: 3C Sample: 2199 g.
5 mm. Tubes Allowed: 216/234 g.
Intellect Sample complies with
IP > T s LiPo 28 7.6v. EFRA dimensions.
'S;‘ﬂ':r"t # o RO S 46.0 Wh. 120C  Weights:- 05.01.17
y CC2S6000HV2 Max charge rate: 3C Sample: 275.0 g.
5 mm. Tubes Allowed: 259/281 g.
Intellect Sample complies with
IP L o T et LiPo 28 7.6v. EFRA dimensions.
LIHV
'Sﬁ{fﬁt p o RAOGmAY 2 64.0 Wh. 120C | Weights:- 05.01.17
y CC2S8400HV2 Max charge rate: 3C Sample: 332.1g.
5 mm. Tubes Allowed: 317/343 g.




LRP

Sample complies with

LRP LiPo 2S 7.6v. EFRA dimensions.
LRP 22.0 Wh. 120C Weights:- 05.01.17
# 430258 Max charge rate: 3C Sample: 135.1 g.
5 mm. Tubes Allowed: 127/137 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP 26.6Wh. 120C Weights:- 05.01.17
# 430257 Max charge rate: 3C Sample: 152.2 g.
5 mm. Tubes Allowed: 146/158 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP 31.9 Wh. 120C Weights:- 05.01.17
# 430256 Max charge rate: 3C Sample: 189.4 g.
5 mm. Tubes Allowed: 181/196 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP Stock Spec. 35.0 Wh. 120C Weights:- 05.01.17
# 430254 Max charge rate: 3C Sample: 207.3 g.
5 mm. Tubes Allowed: 196/212 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP Stock Spec. 45.6 Wh. 120C Weights:- 05.01.17
# 430255 Max charge rate: 3C Sample: 223.7 g.
5 mm. Tubes Allowed: 213/231 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP 41.8 Wh. 120C Weights:- 05.01.17
# 430252 Max charge rate: 3C Sample: 230.8 g.
5 mm. Tubes Allowed: 221/239 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP Stock Spec. 48.6 Wh. 120C Weights:- 05.01.17
# 430251 Max charge rate: 3C Sample: 274.8 g.
5 mm. Tubes Allowed: 261/283 g.
LRP Sample complies with
LRP LiPo 2S 7.6v. EFRA dimensions.
LRP Stock Spec. 60.8 Wh. 120C Weights:- 05.01.17
# 430250 Max charge rate: 3C Sample: 335.3g.
5 mm. Tubes Allowed: 321/347 g.
Team Modern Creations Sample complies with
Modern Silverback LiPo 2S 7.4v. EFRA dimensions.
Creations Spiral G 38.5 Wh. 100C Weights:- 05.01.17
# Max charge rate: 3C Sample: 2791 g.
G52001002SINC 5 mm. Tubes Allowed: 265/287 g.
Team Modern Creations Sample complies with
Modern Silverback LiPo 2S 7.6v. EFRA dimensions. 05.01.17
Creations Siren HV 48.6 Wh. 100C Weights:- Typo
# Max charge rate: 3C Sample: 288.79. | corrected
HV64001002SINC 5 mm. Tubes Allowed: 269/291 g. 03.04.17
Muchmore Sample complies with
Muchmore 'mia‘?t LiPo 2S  7.4v. | EFRA dimensions.
Racing MLI- 38.5 Wh. 120C Weights:- 05.01.17
LCGMP5200 Max charge rate: 1C Sample: 2751 g.
4 mm. Tubes Allowed: 263/285 g.
Muchmore Sample complies with
Muchmore 'mia‘?t LiPo 2S  7.6v. | EFRA dimensions.
Racing MLI- 39.5 Wh. 110C Weights:- 05.01.17
LCGHV5200 Max charge rate: 1C Sample: 2441 g.
4 mm. Tubes Allowed: 235/255 g.
Muchmore Sample complies with
Muchmore 'miact LiPo 2S 7.4v. EFRA dimensions.
Racing ML . 47.4 Wh. 110C Weights:- 05.01.17
LCGB400FD2 — Max charge rate: 1C Sample: 271.0 g.

INIPATTY & R EPLP

4 mm. Tubes

Allowed: 260/282 g.




Nosram

Sample complies with

Nosram LiPo 28 7.6v. EFRA dimensions.
Nosram 31.9 Wh. 120C Weights:- 05.01.17
# 999545 Max charge rate: 3C Sample: 189.7 g.
5 mm. Tubes Allowed: 181/196 g.
— 537 waii3r1 34 AN-S Nosram Sample complies with
Nosram LiPo 28 7.6v. EFRA dimensions.
Nosram 41.8 Wh. 120C Weights:- 05.01.17
# 999544 e < 0 Max charge rate: 3C  Sample: 231.3g.
5 mm. Tubes Allowed: 221/239 g.
Nosram Nosram Sample c_omplit_as with
Stock Spec. LiPo 2S 7.6v. EF_RA dimensions.
Nosram 48.6 Wh. 120C Weights:- 05.01.17
Max charge rate: 3C Sample: 275.0 g.
#999543 5 mm. Tubes Allowed: 263/285 g.
ProTek Sample complies with
ProTek RC LiPo 28 7.6v. EFRA dimensions.
ProTek RC # 37.2 Wh. 100C Weights:- 05.01.17
PTK-5102-17 Max charge rate: 3C Sample: 204.4 g.
5 mm. Tubes Allowed: 197/213 g.
ProTek Sample complies with
ProTek RC LiPo 28 7.6v. EFRA dimensions.
ProTek RC # 46.4 Wh. 100C Weights:- 05.01.17
PTK-5114-17 Max charge rate: 3C Sample: 220.0 g.
5 mm. Tubes Allowed: 216/234 g.
ProTek Sample complies with
ProTek RC LiPo 2S 7.6v. EFRA dimensions.
ProTek RC # 47.9 Wh. 100C Weights:- 05.01.17
PTK-5115-17 Max charge rate: 3C Sample: 275.7 g.
5 mm. Tubes Allowed: 259/281 g.
GensAce Sample complies with
Shenzhen Ge”;Ace LiPo 2§  7.4v.  EFRAdimensions.
Grepow | B60C3200251P 23.6 Wh. 60C Weights:- 05.01.17
H/Case 58RS Max charge rate: 1C Sample: 151.1 g.
4 mm. Tubes Allowed: 144/156 g.
GensAce Sample complies with
Shenzhen Ge”;Ace LiPo 2S 7.4v.  EFRA dimensions.
Grepow  B60C46002S2P 34.1 Wh. 60C Weights:- 05.01.17
H/Case 29RS Max charge rate: 1C Sample: 205.9 g.
4 mm. Tubes Allowed: 198/214 g.
GensAce QensAce Sample cpmpligs with
Shenzhen 4 LiPo 28 7.4v. EF'RA dimensions.
Grepow | B70C6000251P 44 .4 Wh. 70C Weights:- 05.01.17
H/Case 47RS Max charge rate: 1C Sample: 300.7 g.
5 mm. Tubes Allowed: 288/312 g.
GensAce QensAce Sample cpmpligs with
Shenzhen 4 LiPo 28 7.4v. EF'RA dimensions.
Grepow | B70C7200251P 53.3 Wh. 70C Weights:- 05.01.17
H/Case 47RS Max charge rate: 1C Sample: 301.6 g.
5 mm. Tubes Allowed: 288/312 g.
Corally Sample complies with
Corally LiPo 28 7.4v. EFRA dimensions.
Team Corally| Platinum V+ 25.2 Wh. 100C Weights:- 05.01.17
# 48332 Max charge rate: 1C Sample: 151.94g.
4 mm. Tubes Allowed: 145/157 g.
Corally Sample complies with
Corally LiPo 28 7.6v. EFRA dimensions.
Team Corally Coral-X 36.5 Wh. 100C Weights:- 05.01.17
# 48371 Max charge rate: 1C Sample: 196.4 g.
4 mm. Tubes Allowed: 188/204 g.
Corally Sample complies with
Corally LiPo 28 7.4v. EFRA dimensions.
Team Corally  Extreme 40.7 Wh. 90C Weights:- 05.01.17
# 48251 Max charge rate:1.1C | Sample: 201.6 g.

4 mm. Tubes

Allowed: 193/209 g.




Corally

Sample complies with

Corally LiPo 2S 7.6v. EFRA dimensions.
Team Corally Coral-X 49.4 Wh. 100C Weights:- 05.01.17
# 48372 Max charge rate:1.3C | Sample: 286.1 g.
4 mm. Tubes Allowed: 275/297 g.
Corally Sample complies with
Corally LiPo 28 7.6v. EFRA dimensions.
Team Corally Coral-X 57.0 Wh. 100C Weights:- 05.01.17
# 48373 Max charge rate:1.5C | Sample: 299.7 g.
4 mm. Tubes Allowed: 289/313 g.
Tianco Sample complies with
ORCA LiPo 28 7.6v. EFRA dimensions.
Tianco Gen. 3 38.0 Wh. 110C Weights:- 05.01.17
# OBH350SP Max charge rate: 3C Sample: 204.5 g.
5 mm. Tubes Allowed: 197/213 g.
Tianco Sample complies with
ORCA LiPo 2S 7.6v. EFRA dimensions.
Tianco Gen. 3 47.9 Wh. 110C Weights:- 05.01.17
# OBH363R2 Max charge rate: 3C Sample: 272.8 g.
5 mm. Tubes Allowed: 259/281 g.
Tianco Sample complies with
ORCA LiPo 28 7.6v. EFRA dimensions.
Tianco Gen. 3 62.3 Wh. 110C Weights:- 05.01.17
# OBH382V3 Max charge rate: 3C Sample: 331.9¢.
5 mm. Tubes Allowed: 317/343 g.
Racin llifra [jacing Performer Yokomo Sample complies with
Performger LiPo 2S 7.4v. EFRA dimensions.
Yokomo : 28.8 Wh. 100C Weights:- 05.01.17
33900 . oo Max charge rate: 1C  Sample: 159.1 g.
e
# RPB-39E2K | O e 4 mm. Tubes Allowed: 154/166 g.
Racing Ultra [acing Periormer kaomo Sample c_ompligs with
Performer LiPo 2S 7.4v. EFRA dimensions.
Yokomo 37.0 Wh. 100C Weights:- 05.01.17
4 RPB-50S d +SDC“?"““ s Max charge rate: 1C  Sample: 222.4 g.
| eiotmer === ey 4 & 5 mm. Tubes Allowed: 206/224 g.
Raci Ultra [jacing Pertormer Yokomo Sample complies with
b :C'”g LiPo 2S  7.4v. | EFRA dimensions.
Yokomo ertormer 37.0 Wh. 140C  Weights:- 05.01.17
) Max charge rate: 1C Sample: 274.0 g.
#RPB-50LCG 4 & 5 mm. Tubes Allowed: 262/284 g.
Ital Sample complies with
EZ-Power LiPo 28 7.6v. EFRA dimensions.
Italtrading # 26.6 Wh. 140C Weights:- 05.01.17
EZP3500/2 Max charge rate: 3C Sample: 147.9 g.
4 mm. Tubes Allowed: 142/154 g.
Ital Sample complies with
EZ-Power LiPo 28 7.6v. EFRA dimensions.
Italtrading # 37.2 Wh. 140C Weights:- 05.01.17
EZP4900/2 Max charge rate: 3C Sample: 204.0 g.
4 mm. Tubes Allowed: 197/213 g.
T T Ital Sample complies with
EZ-Power LiPo 2S 7.6v. EFRA dimensions.
Italtrading # = — 50.2 Wh. 140C Weights:- 05.01.17
EZP6600/2 Max charge rate: 3C Sample: 276.1 g.
QE?,'EZE 4 mm. Tubes Allowed: 264/286 g.
Miniz Sample complies with
Marka LiPo 2S 7.4v. EFRA dimensions.
Miniz Racing # 34.8 Wh. 110C Weights:- 05.01.17
MRK-L14700 Max charge rate: 1C Sample: 208.5 g.
4 mm. Tubes Allowed: 197/213 g.
Miniz Sample complies with
Marka LiPo 2S 7.4v. EFRA dimensions.
Miniz Racing # 44.4 Wh. 110C Weights:- 05.01.17
MRK-LI6000 Max charge rate: 1C Sample: 291.1 g.
4 mm. Tubes Allowed: 283/307 g.




4 mm. Tubes.

Opagggmmene Optipower Sample complies with
Process Optipower Y LiPo 2S 7.4v. EFRA dimensions.
Measurement # ACING 28.8 Wh. 60C Weights:- 05.01.17
& Analysis | OPR40002SB 5 i Max charge rate: 2C  Sample:  203.2g.
4 mm. Tubes Allowed: 197/213 g.
R1 Sample complies with
R1 R1 LiPo 28 7.4v. EFRA dimensions.
Brushless # 35.5 Wh. 90C Weights:- 05.01.17
Motor Lab. = R148002S90C Max charge rate: 3C Sample: 204.9 g.
5 mm. Tubes Allowed: 198/214 g.
R1 Sample complies with
R1 R1 LiPo 28 7.4v. EFRA dimensions.
Brushless # 44.4 Wh. 90C Weights:- 05.01.17
Motor Lab. | R160002S90C Max charge rate: 3C Sample: 279.2 g.
5 mm. Tubes Allowed: 267/289 g.
R1 Sample complies with
R1 R1 LiPo 28 7.4v. EFRA dimensions.
Brushless # 56.2 Wh. 90C Weights:- 05.01.17
Motor Lab. = R176002S90C Max charge rate: 3C Sample: 335.5g.
5 mm. Tubes Allowed: 324/351 g.
RC Prostyle Sample complies with
RC ProStyle LiPo 28 7.4v. EFRA dimensions.
RC ProStyle # 37.0 Wh. 110C Weights:- 05.01.17
PS-04280 Max charge rate: 1C Sample: 210.9 g.
4 mm. Tubes Allowed: 197/213 g.
RC Prostyle Sample complies with
RC ProStyle LiPo 28 7.4v. EFRA dimensions.
RC ProStyle # 44.4 Wh. 110C Weights:- 05.01.17
PS-04281 Max charge rate: 1C Sample: 296.4 g.
4 mm. Tubes Allowed: 283/307 g.
RC Prostyle Sample complies with
RC ProStyle LiPo 28 7.4v. EFRA dimensions.
RC ProStyle # 55.5 Wh. 120C Weights:- 05.01.17
PS-04282 Max charge rate: 1C Sample: 3171 g.
4 mm. Tubes Allowed: 301/326 g.
; = Vampire Sample complies with
Vampire e = REC- LiPo 2S 7.6v. EFRA dimensions.
Ruddog Dist. et e Sy 45.6 Wh. 80C Weights:- 05.01.17
# VR-1030 : s - - Max charge rate: 2C Sample: 307.3 g.
3 2 5 mm. Tubes Allowed: 295/319 g.
= Reedy . .
Associated Reedy LiPo 28 74y, SeE"ng\ gionTepr:Iseiirgth
Electrics 37.0 Wh. 65C ’ 14.01.16
#316 Wit. 264/286 g.
4 mm. Tubes. Sample Wt. 265.6 g.
Reedy . .
Associated Reedy LiPo 28 74y, S;rlglgl,z giommepr:lseics)rmth
Electrics 40.0 Wh. 70C ’ 14.01.16
# 322 Wit. 208/226 g.
4 mm. Tubes. Sample Wt. 215.0 g.
= it Reedy Sample complies with
. Reedy =~ LiPo 2S 7.4v. _ _
Aéls:;ﬁézd ‘M | 29.0 Wh. 70C EFRA dimensions. 14.01.16
#319 Wi. 158/172 g.
4 mm. Tubes. Sample Wt. 160.8 g.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 28 7.4v. EFIFT\)’A dim pn ion
Metal 37.0 Wh. 55C ensions. - 14.01.16
Products | # AM 700101 Wi. 246/266 g. Sample Wt. 254.7 g.
4 mm. Tubes.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 28 7.4v. EFIF?)A dimepnsions
Metal Pt T D 44.4 Wh, 65C ’ 14.01.16
Products | # AM 700102 Wit. 283/307 g.

Sample Wt. 294.8 g.




Arrowmax

Sample complies with

Freemax Arrowmax LiPo 2S 7.4v. EFRA dimensions
Metal g s o AR 57.7 Wh. 55C " 14.01.16
SEICIC v e ATy SR 4 mm' Tubes. Sample Wt. 321 .5 g.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 2S 7.4v. EFIF'\)’A dimepnsions
Metal 37.0 Wh. 55C © 14.01.16
Products  # AM 700202 Wi, 199/215 g.
4 mm. Tubes. Sample Wt. 208.4 g.
Arrowmax Sample complies with
Freemax Arrowmax LiPo 2S 7.4v. EFIFR)’A dim pn ion
Metal 20.7 Wh. 55C ensIons- - 14.01.16
Products | # AM 700401 Wt. 132/143 g.
4 mm. Tubes. Sample Wt. 136.5 g.
Intellect . .
intellect P LPo 25 7.4v.  SEIRRCTRCS N
Battor 2 26.0 Wh. 100C | 14.01.16
Y| cc2s3s5008vi Wi. 1391519, o v 1407
4 mm. Tubes. P ’ 19
LRP o
LRP LiPo 28  7.4v. SaE'Eg'K gior:‘epn'zzr:’:th
LRP e mMLCE o 41.4 Wh. 110C © | 14.01.16
# 430234 = Wt. 257/279 g.
5mm. Tubes. Sample Wt. 267.5 g.
LRP o
LRP LiPo 2S5  7.4v. SZ’EE‘K gion:‘epr:ﬁzr:’:th
LRP 55.5 Wh. 110C © | 14.01.16
# 430232 Wi, 317/343 g.
5mm. Tubes. Sample Wt. 329.9 g.
LRP | 5 S FESE NDGLE LRP ) .
Stock Spec. LiPo 2S  7.4v. SE’ES’K gi"r:‘epr:ﬁzr:’;'th
LRP #'s [® srmex smec #& : 55.5 Wh. 110C ©14.01.16
430217 (4mm) - Wt. 317/343 g.
430233 (5mm) 7 EQ.Q S 4 or 5mm. Tubes. Sample Wt. 333.8 g.
LRP o
LRP LiPo 28  7.4v. SaE'Eg'K gior:‘epn'zzr:’:th
LRP 41.4 Wh. 110C © | 14.01.16
# 430235 Wi, 242/262 g.
5mm. Tubes. Sample Wt. 254.0 g.
LRP o
LRP LiPo 2S5  7.4v. SZ’EE‘K gion:‘epr:gzr:’;'th
LRP 29.6 Wh. 110C © 14.01.16
# 430239 Wi, 179/193 g.
5mm. Tubes. Sample Wt. 186.6 g.
LRP o
LRP LiPo 2S5  7.4v. SE’EE‘K Zion:‘epr:gzr‘]’:th
LRP 33.3 Wh. 110C © | 14.01.16
# 430236 Wi, 198/214 g.
5mm. Tubes. Sample Wt. 203.5 g.
LRP o
LRP LiPo 2S5  7.4v. Sg‘g‘z Zionr:‘pr:'eisr:"”th
LRP Stock Spec. T TR 33.3 Wh. 110C ensions. ' 14.01.16
# 430237 Wt. 202/218 g.
5mm. Tubes. Sample Wt. 205.1 g.
LRP o
LRP LiPo 2S5  7.4v. SE?E'K Z?nr:‘pr:'eisr:"”th
LRP 22.2 Wh. 110C ensIons- - 14.01.16
# 430238 Wi, 136/148 g.
5mm. Tubes. Sample Wt. 144.3 g.
LRP o
LRP LiPo 2S5  7.4v. SE?E'K Z?nr:‘epr:'seizr‘]’;'th
LRP 19.2 Wh. 110C © | 14.01.16
# 430245 Wt. 129/139 g.

5mm. Tubes.

Sample Wt. 131.9 g.




LRP

Sample complies with

999526 (5mm)

4 or 5 mm. Tubes.

LRP LRP Mﬁ LiPo 2S 7.4v. EFRA dimensions.
4 430400 LI 355 Wh. 45C
Wt. w/wire 230/250 g. Sample Wt. 240.3 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions.
# 430401 37.0 Wh. 45C
Wt. w/wire 238/258 g. Sample Wt. 247.7 g.
Team Modern Creations . .
. . Sample complies with
Modern Sllvgrback LiPo 2S 7.4v. EFRA dimensions.
) Spiral R 47.3 Wh. 100C
Creations
# Wt 2813059 gample Wt 291.9
64001002SINA 5 mm. Tubes P ’ 29
Team Modern Creations Sample complies with
Modern | Silverback LiPo 2S5  7.4v. EFE " dimepnsions
Creations Spiral 2 St e L P 47.3 Wh. 90C )
# I ".—1 ATET. Wi. 262/284 g. Sample Wt. 271.1
6400902SINC ettt | 5 mm. Tubes ple Wt r1.19.
Team Modern Creations Sample complies with
Modern | Silverback LiPo 2S5  7.4v. EFE " dimepnsions
Creations Spiral X 30.3 Wh. 90C )
# Wi. 154/166 g. Sample Wt. 160.6
4100902SIN 4 mm. Tubes pie Wi 168.59.
Orion . .
Orion LiPo 2S5  7.4v. Sggg‘z Z?nr:‘pr:'eisr:"”th
Neidhart SA 42.9 Wh. 110C ensions.
# ORI 14087 Wi. 254/276 g.
4mm. Tubes Sample Wt. 265.2 g.
Orion . .
Orion LiPo 2S5  7.4v. SE’;‘E‘K Z?nr:‘epr::zr‘]’;'th
Neidhart SA 33.3 Wh. 100C )
# ORI 14068 Wit. 197/213 g.
5mm. Tubes Sample Wt. 205.7 g.
Orion . .
Orion LiPo 2S5  7.4v. Sg‘;‘g‘i g?nr:‘pr:'eisr:"”th
Neidhart SA 37.0 Wh. 110C ensions.
# ORI 14083 Wt. 204/221 g.
4mm. Tubes Sample Wt. 217.8 g.
Orion . .
Orion LiPo 2S5  7.4v. Sg‘;‘g‘i g?nr:‘epr:gzr‘]’;'th
Neidhart SA 23.7 Wh. 110C )
# ORI 14081 Wi. 125/135 g.
4mm. Tubes Sample Wt. 131.5g.
Orion . .
Orion LiPo 2S5  7.4v. Sg‘;‘g‘i S?nTep.lﬁZﬁ'th
Neidhart SA 28.1 Wh. 110C )
# ORI 14082 Wi. 146/158 g.
4mm. Tubes Sample Wt. 147.4 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 25 74v. EFRA dimensions
Nosram 41.4 Wh. 110C ’
Wi. 257/279 g.
# 999527 5 mm. Tubes. Sample Wt. 266.7 g.
Nosram Nosram Sample complies with
X-treme R LiPo 25 74v. EFRA dimension
Nosram eme Race 55.5 Wh. 110C ensions.
Wt. 317/343 g.
# 999525 5 mm. Tubes. Sample Wt. 333.9g.
Nosram Nosram . ,
Nosram #'s 55.5 Wh. 110C ’
999524 (4mm) Wit. 317/343 g.

Sample Wt. 331.1 g.




Nosram

Nosram

Sample complies with

LiPo 2S 7.4v. . .
Nosram X-treme Race 41.4 Wh. 110C EFRA dimensions. 14.01.16
Wt. 242/262 g.
# 999528 5 mm. Tubes. Sample Wt. 256.4 g.
Nosram Npsram Sample complies with
X-treme Race LiPo 28 7.4v. EFRA dimensions
Nosram 29.6 Wh. 110C ' 14.01.16
Wt. 179/193 g.
# 999532 5 mm. Tubes. Sample Wt. 187.5 g.
Nosram Npsram Sample complies with
X-treme Race LiPo  2S 7.4v. EFRA dimensions
Nosram 33.3 Wh. 110C ) 14.01.16
Wt. 198/214 g.
# 999529 5 mm. Tubes. Sample Wt. 206.2 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 28 7.4v. EFRA dimensions
Nosram 33.3 Wh. 110C ’ 14.01.16
Stock Spec. Wi 2021218 g
# 999530 5 mm. Tubes. Sample Wt. 206.1 g.
Nosram N_osram Sample complies with
X-treme Race LiPo 28 7.4v. EFRA dimension
Nosram 22.2 Wh. 110C S 14.01.16
Wt. 136/148 g.
# 999531 5 mm. Tubes. Sample Wt. 145.3 g.
Nosram N_osram Sample complies with
X-treme Race LPo 25 T4V "EFRA dimension
Nosram 19.2 Wh. 110C ensions. 1 14.01.16
Wit. 129/139 g.
# 999538 5 mm. Tubes. Sample Wt. 132.9 g.
Omega R.C Concept Sample complies with
RC LiPo 28 7.4v. EFRA dimension
Gonoept " 59.2 Wh. 100C ensions. 1 14.01.16
50C5180100T Wi 303/3299-  sample Wt. 3105g.
4 mm. Tubes.
Omega R.C Concept Sample complies with
RC LiPo 2S 7.4v. EFRA dimension
Gonospt " 33.3 Wh. 100C ensions. 1 14.01.16
50C5145000T Wt 19412109 sample Wi, 2022 g.
4 mm. Tubes.
Omega R.C Concept Sample complies with
RC LiPo 28 7.4v. EFRA dimension
Gonospt " 24.4 Wh. 100C ensions. 1 14.01.16
50C5133400T Wt wiwire 144156 9. g, e wi. 150.1 .
4 mm. Tubes.
e = TrakPower Sample complies with
TrakPower IFanPower ; LiPo 2S 7.4v. EFIgA dimezsions
Revell GmbH B e o e ‘ ] 30.0 Wh. 50C ’ 14.01.16
# TKPCO0370 Wi. 226/244 g.
4 mm. Tubes. Sample Wt. 237.5g.
= oy TrakPower Sample complies with
TrakPower ranrower / LiPo 2S5  7.4v. EFE " dimezsions
Revell GmbH . e e i 40.0 Wh. 100C ) 14.01.16
# TKPC0716 Wt. 278/302 g.
5 mm. Tubes. Sample Wt. 281.1 g.
T - TrakPower Sample complies with
TrakPower 7ranPower | LTSI VRN Rk ol
Revell GmbH = : T {1 40.0 Wh. 50C ) 14.01.16
# TKPCO0375 X Wit 254/276 g.
4 mm. Tubes. Sample Wt. 263.8 g.
TrakPower Sample complies with
TrakPower ranrower 4 LiPo 2S5  7.4v. EFE " dime%sions
Revell GmbH 57 47.0 Wh. 100C ) 14.01.16
# TKPCO0721 Wt. 312/338 g.

5 mm. Tubes.

Sample Wt. 330.6 g.




TrakPower

Sample complies with

TrakPower LiPo 28 7.4v. EFRA dimensions
Revell GmbH 30.0 Wh. 50C ’ 14.01.16
# TKPCO0365 Wit. 192/208 g.
4 mm. Tubes. Sample Wt. 202.3 g.
TrakPower Sample complies with
TrakPower LiPo 2S  7.4v. EFE " dimepnsions
Revell GmbH 31.0 Wh. 100C ’ 14.01.16
# TKPCO0710 Wit. 192/208 g.
5 mm. Tubes. Sample Wt. 202.1 g.
- TrakPower Sample complies with
TrakPower mranPower: | LiPo 28 74v. EFRA dimansions
Revell GmbH ”.-T b § 22.0 Wh. 100C ’ 14.01.16
# TKPCO0707 : Wit. 140/152 g.
4 mm. Tubes. Sample Wt. 143.9 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
37.0 Wh. 50C 14.01.16
Grepow | B50C50002S1P Wit 286/310
H/Case 47 5 Tubes 9 Sample Wt. 286.5 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
39.2 Wh. 65C 14.01.16
Grepow | B65C53002S1P Wit 204/318
H/Case 47 5 n‘1m Tubes 9 Sample Wt. 299.9 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
44.4 Wh. 70C 14.01.16
Grepow | B70C60002S1P Wit 307/333
H/Case 47 5 n‘1m Tubes 9 Sample Wt. 3094 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # 48.1 Wh 50C EFRA dimensions. 14.01.16
Grepow B50C65002S1P Y (52 et e e Wt. ’ 303/329 T
H/Case 47 o 5 n‘1m Tubes 9 Sample Wt. 3084 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # 31.1 Wh 60C EFRA dimensions. 14.01.16
Grepow | B60C42002S2P Wt. ’ 206/224 T
H/Case 29 4 n‘1m Tubes g Sample Wt. 212.9 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
34.0 Wh. 60C 14.01.16
Grepow | B60C46002S2P Wit 197/213
H/Case 29 4 n‘1m Tubes 9 Sample Wt. 201.7 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
37.0 Wh. 50C 14.01.16
Grepow | B50C50002S2P Wit 202/218
H/Case 29A 4 n‘1m Tubes g Sample Wt. 211.0 g.
GensAce . .
GensAce . Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # EFRA dimensions.
23.7 Wh. 60C 14.01.16
Grepow | B60C32002S1P Wit 144/156
H/Case 58 A mm. Tubos 9 sample Wt. 146.9g.
Vapex . .
Vanex VP Racing LiPo 2S5  7.4v. SE’EE'K gf’n:‘epr:ﬁzr:’:th
Techr?ology 45.0 Wh. 80C ' 14.01.16
# VP96412 Wit. 289/313 g.
5 mm. Tubes Sample Wt. 301.8 g.
Vapex . .
Vanex VP Racing LiPo 2S5  7.4v. SEEEIK ng‘epr::zr‘]’;'th
Techr?olo V#96429 58.0 Wh. 70C ' 14.01.16
%Y #vP9sazg Wi, 296/320 g.

5 mm. Tubes

Sample Wt. 307.4 g.




Vapex

Sample complies with

Vapex VP Racing Iélng ths 773é EFRA dimensions. 14.01.16
Technology ) ’ o
#VP96436 ertnm TubzeosO/216 9 Sample Wt. 209.7 g.
Racing S JEna vertemen \L(ic;,li)omzs 7 av Sample complies with
Yokomo | Ferformer OO 44.4 Wh. 100C EFRA dimensions. 14 01 16
# RPB-60L Racing . ertnm TUb26982.3/322 g Sample Wt. 311.0 g.
X Uitra [acing Pertermer Yokomo . .
Racing LiPo 25 7 av Sample complies with
Yokomo | Ferformer 37.0 Wh. 100C EFRA dimensions. 14 11 16
# RPB-50S ertﬁm' Tubiosf_s’ 2249 sample Wt. 2155 g.
Racing \L(icl;’koomozs 7 av Sample complies with
Yokomo | Ferformer 28.8 Wh. 100C EFRA dimensions. 14 11 16
# RPB-39E2K ertﬁm' Tubf:/ 1669 Sample Wt. 1597 g.
ONPower Sample complies with
ONPower LiPo 2S5  7.4v. pie compile
French 55.5 Wh 75C EFRA dimensions. 14.01.16
ONPower 4 75074141 Wt. 307/333 g.
4 mm. Tubes. Sample Wt. 318.5g.
ONPower Sample complies with
ONPower LiPo 2S5  7.4v. pie compiie
French 34.0 Wh 20C EFRA dimensions. 14.01.16
ONPower 4 46074142 Wi, 204/220 g.
4 mm. Tubes. Sample Wt. 209.5 g.
Ital Sample complies with
EZ-Power LiPo 2S5  7.4v. EFE " dimepnsions
Italtrading 34.0 Wh. 70C ’ 14.01.16
# EZP4600/2 Xv:nm TUb2e(')32./218 g. Sample Wt. 209.3 g.
Maxtime . .
MTB LiPo 25 7.4y,  Samplecomplies with
MaxTime 34.0 Wh. 100C EFRA dimensions. 14 11 16
#MTB213 Ylv:nm TUbi(Z/224 9 Sample Wt. 216.4 g.
Muchmore . .
Impact LiPo 2S 7 4y Sample complies with
Muchmore 45.9 Wh 11'00' EFRA dimensions. 14.01.16
Racing # ) ’ o
MLI-MP6200FD2 ertﬁm. Tubze?/ 3229 samplewt. 3113 .
Muchmore . .
Impact LiPo 25 7 4y Sample complies with
Muchmore 37.0 Wh 11'00' EFRA dimensions. 14.01.16
Racing # ) ’ o
MLI-ST5000FD2 ertﬁm. Tubzeose_;/ 2249 sample Wt. 2144 g.
ProTek RC Ech))(')l'ek 25 7 av Sample complies with
ProTek RC # 31.8 Wh. 100C EFRA dimensions. 14 41 16
PTKLPH4300 Wi 202/218
25100S A, Tubes 9 Sample Wt. 205.7 g.
ORCA Iilgzco 25 7 av Sample complies with
Tianco Infinite 46.6 Wh. 100C EFRA dimensions. 14 11 16
# OBHV63G2 A Tubgs“z% 9 Sample Wt. 281.1g.
P :_r;ltjetl)lectzs 7 av Sample complies with
Intellect 44.0 Wh 10'00' EFRA dimensions. 08.01.15
Battery  , ccassooosv1 W, 271/293 g.

5 mm. Tubes

Sample Wt. 283.7 g.




Intellect

Sample complies with

IP =) e SHYF b LiPo 28 7.4v. . .
'S;ﬁ{"frcyt G 58.0 Wh. 100G EFRA dimensions. 08.01.15
# CC2S7800SV1 Wit. 312/338 g.
5 mm. Tubes Sample Wt. 323.8 g.
Intellect . .
Intellect P LiPo 28 74V, SE’ES'K gionTepr:Isei(S)rgth
Battery 37.0 Wh. 100C ’ 08.01.15
# BG2S5000SV1 Wit. 202/218 g.
5 mm. Tubes Sample Wt. 211.7 g.
LRP LRP Sample complies with
LRP LiPo 28 7.4v. EFRA dimensions. 08.01.15
# 430221 40.7 Wh. 110C
Wit. 275/297 g. Sample Wt. 288.3 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# 430223 41.4 Wh. 110C
Wi. 261/283 g. Sample Wt. 275.6 g.
= JidS NIOGLS
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# 430222 & STOCN SPEC bt 429 Wh 11OC
Vo — 7= ) Wi. 276/300 g. Sample Wt. 288.6 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# 430220 51.8 Wh. 110C
Wit. 313/339 g. Sample Wt. 328.3 g.
LRP —— LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
#430228 & SYOCN SPEC 318 Wh 11OC
o Wi. 204/220 g. Sample Wt. 211.2 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# 430227 33.3 Wh. 110C
Wit. 204/220 g. Sample Wt. 210.9 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# 430229 21.5 Wh. 110C
Wit. 136/148 g. Sample Wt. 1425 g.
LRP LRP Sample complies with
LRP LiPo 2S 7.4v. EFRA dimensions. 08.01.15
#430218 19.2 Wh. 110C
Wit. 129/139 g. Sample Wt. 134.0 g.
Team Modern Creations Sample complies with
Modern | Silverback LiPo 2S  7.4v. EFS " dimepnsions
Creations SpiralX 57.7 Wh. 90C ’ 08.01.15
# Wit. 300/326 g. Samole Wt. 313.5
7800902SINA 5 mm. Tubes ple WL 31359
S-ITeat;n K Modern Creations Sample complies with
Modern 'S"e,’ l"")f LiPo 2S  7.4v. EFRAdimensions. 0 0. o
Creations p';‘ 38.5 Wh. 90C R
52009025IN.96 Wi. 211/229 g. Sample Wt. 220.4 g.
Impact Muchmore Sample complies with
Muchmore LiPo 28 7.4v. EFRA dimensions. 08.01.15
Racing # 44 .4 Wh. 90C T

MLI-IH6000FD2

Wi. 272/294 g.

Sample Wt. 280.1 g.




Impact Muchmore Sample complies with
Muchmore LiPo 2S 7.4v. EFRA dimensions. 08.01.15
Racing # 53.3 Wh. 100C T
MLI-IH7200FD2 Wi. 307/333 g. Sample Wt. 325.9 g.
Impact Muchmore Sample complies with
Muchmore LiPo 2S 7.4v. EFRA dimensions. 08.01.15
Racing # 33.3 Wh. 90C T
MLI-ST4500FD2 Wi. 197/213 g. Sample Wt. 199.8 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 40.7 Wh. 110G 08.01.15
# 999515 Wi. 275/297 g. Sample Wt. 285.3 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 41.4 Wh. 110G 08.01.15
# 999517 Wi. 261/283 g. Sample Wt. 275.1 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 42.9 Wh. 110G 08.01.15
# 999516 Wi. 276/300 g. Sample Wt. 291.0 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 51.8 Wh. 110G 08.01.15
# 999514 Wt. 313/339 g. Sample Wt. 326.3 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 31.8 Wh. 110G 08.01.15
# 999522 Wi. 204/220 g. Sample Wt. 215.8 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 33.3 Wh. 110G 08.01.15
# 999521 Wi. 204/220 g. Sample Wt. 212.7 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 21.5 Wh. 110G 08.01.15
# 999523 Wit. 136/148 g. Sample Wt. 142.7 g.
Nosram Nosram Sample complies with
X-treme Race LiPo 2S 7.4v. EFRA dimensions.
Nosram 19.2 Wh. 110G 08.01.15
# 999512 Wi. 129/139 g. Sample Wt. 134.9 g.
Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 40.7 Wh. 50C
OPR55002S50B Wi. 288/312 g. Sample Wt. 299.6 g.
Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 40.7 Wh. 50C
OPR55002S50FL Wit. wiwire 298/322 g. Sample Wt. 310.3 g.
Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 48.1 Wh. 50C
OPR65002S50B Wi. 295/319 g. Sample Wt. 307.1 g.




Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 48.1 Wh. 50C
OPR65002S50FL Wit. wiwire 289/313 g. Sample Wt. 300.8 g.
Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 51.8 Wh. 50C
OPR70002S50B Wi. 300/326 g. Sample Wt. 313.1 g.
Optipower Optipower Sample complies with
Process LiPo 2S 7.4v. EFRA dimensions.
Measurement 08.01.15
& Analysis # 51.8 Wh. 50C
OPR70002S50FL Wt. wiwire 302/328 g. Sample Wt. 314.5 g.
Corall Pro Models Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions.
08.01.15
Corally 4 48275 42.9 Wh. 100C
Wit. 288/312 g. Sample Wt. 299.0 g.
Corall Prp Models Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions.
08.01.15
Corally 4 48276 50.3 Wh. 100C
Wi. 307/333 g. Sample Wt. 319.6 g.
Corall Pro Models Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions.
08.01.15
Corally 4 48077 55.5 Wh. 100C
Wi. 298/322 g. Sample Wt. 309.1 g.
Corall Pro Models Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions.
08.01.15
Corally 4 48280 33.3 Wh. 100C
Wt. 198/214 g. Sample Wt. 205.6 g.
Corall Pro Models Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions.
08.01.15
Corally 4 48262 35.5 Wh. 90C
Wit. 193/209 g. Sample Wt. 200.7 g.
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EFE " dimepnsions
ProTek RC # 39.2 Wh. 100C ’ 08.01.15
PTK 5104-15 Wi. 271/293 g.
5 mm. Tubes Sample Wt. 283.9 g.
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EFE A dim pn' : r:""
ProTek RC # 47.4 Wh. 100C ensions- - 08.01.15
PTK 5107-15 Wt. 312/338 g.
5 mm. Tubes Sample Wt. 324.9 g.
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EFE " dimepn'sior‘]’;'
ProTek RC # 31.5 Wh. 100C ' 08.01.15
PTK 5102-15 Wi. 202/218 g.
5 mm. Tubes Sample Wt. 209.3 g.
ProTek RC P.roTek Sample cpmpllgs with
LiPo 2S 7.4v. EFRA dimensions.
ProTek RC # 08.01.15
PTK 5100-15 20.7 Wh. 100C
Wit. 141/153 g. Sample Wt. 147.9 g.
Vampire Vampire Sample complies with
. P LiPo 2S 7.4v. EFRA dimensions.
Ruddog Dist. 47 4 Wh 100G 08.01.15
# VR-1027 ’ )

Wi. 307/333 g.

Sample Wt. 317.9 g.




Vamoire Vampire Sample complies with
. P LiPo 2S 7.4v. EFRA dimensions.
Ruddog Dist. 08.01.15
#VR-1026 55.5 Wh. 80C
Wi. 317/343 g. Sample Wt. 327.0 g.
Vamoire Vampire Sample complies with
. P LiPo 2S 7.4v. EFRA dimensions.
Ruddog Dist. 08.01.15
#VR-1028 34.0 Wh. 80C
Wit. 211/229 g. Sample Wt. 217.4 g.
GensAce QensAce Sample complies with
LiPo 2S 7.4v. . .
Shenzhen # 53.3 Wh 70C EFRA dimensions. 08.01.15
Grepow B70C72002S1 Wt. ’ 302/327 T
P H/Case10 : 9 Sample Wt. 314.1g.
5 mm. Tubes
ORCA T_|anco Sample complies with
Infinite LiPo  2S 7.4v. EFRA dimensions
Tianco 45.9 Wh. 100C ’ 08.01.15
# OBHV62N8 il e s S 27112939 sample Wt. 2826 g.
—— 5 mm. Tubes
ORCA T_|anco Sample complies with
Infinite LiPo 2S 7.4v. EFRA dimensions
Tianco 55.5 Wh. 100C ’ 08.01.15
Wt. 312/338 g.
# OBHV7519 5 mm. Tubes Sample Wt. 325.8 g.
ORCA T_|anco Sample complies with
Infinite LiPo 2S 7.4v. EFRA dimensions
Tianco 35.5 Wh. 100C ' 08.01.15
Wt. 202/218 g.
# OBHV48F7 5 mm. Tubes Sample Wt. 214.1 g.
Racing iisstag Partuuey Y_okomo Sample complies with
Performer LiPo 28 7.4v. EFRA dimensions
Yokomo 42.9 Wh. 100C ' 08.01.15
+ 55 E3 D man
# RBP-58R . Wt 2632859 gample Wt 274.0 g,
5 mm. Tubes
. Yokomo . .
Racing . Sample complies with
Performer LiPo 25  74v. EFRA dimension
Yokomo 35.5 Wh. 100C ensions- - 08.01.15
Wt. 202/218 g.
# RBP-48S 5 mm. Tubes Sample Wt. 213.0 g.
Racing Yokomo Sample complies with
Performer LiPo 2S 7.4v. EFRA dimensions.
Yokomo 25.9 Wh. 100G 08.01.15
# RBP-35E2 Wt. 141/153 g. Sample Wt. 144.9 g.
MTB s | Maxtime Sample complies with
MaxTime mrssls LiPo 2S 7.4v. EFRA dimensions. 08.01.15
# MTB315 & - . 48.1 Wh. 100C
Wt. 303/329 g. Sample Wt. 316.1 g.
Approved for 2013.
Reedy Reedy LgtF))eI design updated
Associated LiPo 2S 7.4v.
. for 2015. 08.01.15
Electrics #602 31.0 Wh. 65C Specification not
Wi, 200216g.  °P
changed.
Reedy E(;eody s 7 av Sample complies with
A;Teo;tlr?ézd 52.0 Wh. 65C EFRA dimensions. 05.01.14
#313 Wt. 305/331 g. Wt 315.6
5mm. Tubes ’ ©8
CS . .
CS LiPo  2S 7 av Sample complies with
CS- Professional N EFRA dimensions.
Electronic 56.3 Wh. 90C 05.01.14
# C211032 Wi, 321/347 g. Wt. 328.9g.
5mm. Tubes




CS CSs Sample complies with
CS- Professional LiPo 2S 7.4v. EFRA dimensions. 05.01 14
Electronic 35.5 Wh. 90C T
# C211026 Wit. 209/227 g. Wt. 215.9g.
Hacker Hacker Sample complies with
Hacker Top Fuel LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Motor 50.3 Wh. 90C T
# 77200277 Wit. 300/325 g. Wt.  300.6 g.
Hacker Hacker Sample complies with
Hacker Top Fuel LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Motor 31.1 Wh. 90C T
# 74500277 Wi. 199/215 g. Wt. 204.7 g.
TrakPower Sample complies with
TrakPower ranrPower LiPo 28 7.4v. STIRRCSOMPES W
Hobbico RC e u,_,m : 42.0 Wh. 90C ’ 05.01.14
# TKPC0616 Wt. 283/306 g. Wt 2948
5mm. Tubes
- TrakPower Sample complies with
TrakPower TranrPower LPo 2S 7.4 EF% " dimé’nsions
Hobbico RC sttt S 54.0 Wh. 90C : 05.01.14
# TKPC0621 Wt. 312/338 g. Wt 33604g.
5mm. Tubes
= - TrakPower Sample complies with
TrakPower TraxPower LiPo 28 7.4v. STIRRCOOTPES W
Hobbico RC e e e 34.0 Wh. 90C : 05.01.14
# TKPC0610 Wi. 211/229 g.
5mm. Tubes Wt. 220.2g.
TrakPower W R TrakPower Sample complies with
. IranrPower LiPo 2S 7.4v. EFRA dimensions.
Hobbico RC Y i B S ST FROTENT 05.01.14
4 TKPC0B07 24.0 Wh. 90C
Wi. 144/156 g. Wt. 153.2g.
Intellect . .
Intellect P LiPo 28 7.4v. SaEnllFI’?lz ((:jci)rr:grl:siir\:\gth
Bait, SHNORh 44.0 Wh. 90C : 05.01.14
atlery | 4 ccase000ve Wt. 283/307 g.
Wt. 295.6 g.
5mm. Tubes
Intellect . .
Intellect P LiPo 28 7.4v. SaEnllFI’?li Z?rr:é):siir\:\gth
Batt 7600mAh (xere vm 56.0 Wh. 90C ’ 05.01.14
atlery | 4 ccas7eoove Wt. 321/348 g.
Wt. 336.5g.
5mm. Tubes
Intellect . .
Intellect P LiPo 28 7.4v. SaEnllFI’?li Z?rr:é):siir\:\gth
Battery 36.0 Wh. 90C ’ 05.01.14
# BG2S4800V9 Wt. 211/229 g. Wt 21984,
5mm. Tubes
VTEC LRP Sample complies with
VTEC LiPo 2S 7.4v. EFRA dimensions. 05.01.14
LRP # 430211 44.4 Wh. 55C T
Wit. 282/306 g. Wt. 294.3g.
VTEC LRP Sample complies with
VTEC LiPo 2S 7.4v. EFRA dimensions. 05.01.14
LRP # 430210 55.5 Wh. 55C T
Wt. 318/345 g. Wt. 334.2g.
VTEC LRP Sample complies with
VTEC LiPo 2S 7.4v. EFRA dimensions. 05.01.14
LRP # 430214 34.8 Wh. 55C T
Wit. 213/231 g. Wt. 221.8g.




Team
Silverback

Team Silverback
LiPo 2S 7.4v.

Sample complies with

c'\:l:ailec::s Elite 39.22 Wh. 50C EFRA dimensions. 5 4 14
# Wt. 245/265 g. Wt 254.9
5300502SINA 5mm. Tubes ’ ~ 9.
Team Team Silverback Samole comolies with
Modern | Silverback LPo 2S  7.4v. EF% A dimgnsions
Creations SpiralX 46.62 Wh. 90C ’ 05.01.14
# Wt. 283/307 g. Wt 294.2
6300902SINA 5mm. Tubes ) <9
Team Team Silverback Sample comolies with
Modern | Silverback LiPo 2S5  7.4v. EF'; A dimgnsions
Creations Spiral 53.28 Wh. 80C ’ 05.01.14
# Wt. 297/322 g. Wt 3120
7200802SINA 5mm. Tubes ’ 28
Muchmore Muchmore Sample complies with
Muchmore Impact LiPo 28 7.4v. EFRA dimensions. 05.01 14
Racing # MLI- 44.4 Wh. 80C T
IH6000SP Wt. 278/302 g. Wt. 288.5g.
Muchmore Muchmore Sample complies with
Muchmore Impact LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Racing # MLI- 34.0 Wh. 80C o
ST4600FD Wt. 211/229 g. Wt. 221.9g.
ORION Orion Sample complies with
. Carbon Pro LiPo 2S 7.4v. EFRA dimensions.
Neidhart SA 42.9Wh. 100G 05.01.14
# ORI 14061 WH. 296/320 g. Wt. 307.7 g.
ORION Orion Sample complies with
. Carbon Pro LiPo 2S 7.4v. EFRA dimensions.
Neidhart SA 50 3 Wh. 100G 05.01.14
# ORI 14062 Wt. 301/327 g. Wt. 3124 g.
ORION Orion Sample complies with
. Carbon Pro LiPo 2S 7.4v. EFRA dimensions.
Neidhart SA 50.3 Wh. 100G 05.01.14
# ORI 14060 Wt. w/iwire 305/331g. | Wt. w/wires 316.1 g.
ORION Orion Sample complies with
. Carbon Pro LiPo 2S 7.4v. EFRA dimensions.
Neidhart SA 31.1 Wh. 100G 05.01.14
# ORI 14066 Wt. 198/214 g. Wt. 203.4g.
Nosram Nosram Sample complies with
VTEC X-treme Race LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Nosram 44.4 Wh. 55C T
# 999508 Wt. 282/306 g. Wt. 2943 g.
Nosram Nosram Sample complies with
VTEC X-treme Race LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Nosram 55.5 Wh. 55C T
# 999507 Wt. 318/345 g. Wt. 334.2g.
Nosram Nosram Sample complies with
VTEC X-treme Race LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Nosram 34.8 Wh. 55C T
# 999511 Wit. 213/231 g. Wt. 221.8g.
Corall Corally Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions. 05.01.14
BVBA 4 48957 44 .4 Wh. 90C T
Wit. 286/310 g. Wt. 2994 g.




Corally

Corally

Sample complies with

Pro Models LiPo 2S 7.4v. EFRA dimensions. 05.01.14
BVBA 4 48256 51.8 Wh. 90C T
Wit. 307/333 g. Wt. 319.9g.
Corall Corally Sample complies with
Pro Models y LiPo 2S 7.4v. EFRA dimensions. 05.01 14
BVBA 4 48255 59.2 Wh. 90C T
Wit. 312/338 g. Wt. 318.6g.
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EF'; A dimepnsions
ProTek RC # 42.9 Wh. 100C ) 05.01.14
PTK 5104-14 Wi. 283/307 g. Wt 2950
5mm. Tubes
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EF% A dimgnsions
ProTek RC # 54.7 Wh. 100C ’ 05.01.14
PTK 5107-14 Wit. 321/348 g. Wt 3368
5mm. Tubes
ProTek Sample complies with
ProTek RC LiPo 2S5  7.4v. EFFF’{ A dimgnsions
ProTek RC # 34.7 Wh. 100C ’ 05.01.14
PTK 5102-14 Wi. 211/229 g.
5mm. Tubes Wt. 221.5g.
ProTek Sample complies with
ProTek RC LiPo 2S  7.4v. EFRA dimensions.
ProTek RC # 05.01.14
PTK 5100-14 23.6 Wh. 100C
W 144/156 g. Wt. 153.4g.
Orca . .
ORCA . Sample complies with
Infinite LiPo  2S 7.4v. EFRA dimensions
Tianco 45.9 Wh. 90C ’ 05.01.14
# OB6290G6 Wt 283/307 . Wt 2957 g.
5mm. Tubes
ORCA Qrca Sample complies with
Infinite LiPo 28 74v. EFRA dimensions
Tianco 55.5 Wh. 90C ) 05.01.14
# OB7590GT Wi, 322/348 g. Wt 3395g.
5mm. Tubes
ORCA Qrca Sample complies with
Infinite LiPo 28 T74v. EFRA dimension
Tianco 35.5 Wh. 90C ensIons. 1 95.01.14
W 211/229 g.
# OB4890P5 5mm. Tubes Wt. 221.0g.
i RevTech R.thGCh Sample complies with
Trinity F laX LiPo 2S 7.4v. EFRA di .
Revtech ormuia 52.9 Wh. 100C IMeNsIons. 1 05.01.14
BPiC 4 REV2021-5 Wi 298/322 . Wt 3102 g.
5mm. Tubes
Xcite Energy X.C'te Sample complies with
XXL LiPo 28 74v. EFRA dimensions
Xcite RC 42.9 Wh. 80C ) 05.01.14
Wi. 283/307 g.
# 56600103 5mm. Tubes. Wt. 296.0g.
Xcite Energy X.C'te Sample complies with
XXL LiPo 28 74v. EFRA dimensions
Xcite RC 54.8 Wh. 80C ’ 05.01.14
Wi. 322/348 g.
# 56600102 5mm. Tubes. Wt. 337.4g4g.
Xcite Energy X.C'te Sample complies with
XXL LiPo 2§ 74 EFRA dimensions
Xcite RC 34.0 Wh. 80C ) 05.01.14
# 56600105 WE. 211229 g. Wt. 221.5g.

5mm. Tubes.




Fullymax FULLY FTFdC Fullymax Sample complies with
o - LiPo 2S 7.4v. EFRA dimensions.
Fullymax 4 Fes400 80C 47.3 Wh. 80C 05.01.14
7.4 WB Wt. 307/333 g. Wt. 3154 g.
Fullymax Fullymax Sample complies with
LiPo 2S 7.4v. EFRA dimensions.
Fullymax 4 r7500 45C 55.5 Wh. 45C 05.01.14
7.4 WB Wt. 314/340 g. Wt. 322.1g.
GM GM Sample complies with
V-MAXX LiPo 2S 7.4v. EFRA dimensions.
Graupner 56.2 Wh. 100C 05.01.14
# 99031 Wt. 322/348 g. Wt. 328.6 g.
. M/Speed Sample complies with
Moore | Moore-Speed LiPo 2S  7.4v. EFRA dimensions. . 0. 1,
Speed # MS-B7408 45.9 Wh. 80C T
Wt. 295/319 g. Wt. 3104 g.
nVision nVision Sample complies with
- LiPo 2S 7.4v. EFRA dimensions.
nVision 05.01.14
#NVO 1120 42.9 Wh. 100C
Wt. 302/327 g. Wt. 313.2g.
nVision nVision Sample complies with
- LiPo 2S 7.4v. EFRA dimensions.
nVision 05.01.14
#NVO 1118 42.9 Wh. 100C
Wt. w/wire 305/331g. | Wt. w/wires 317.6 g.
nVision nVision Sample complies with
- LiPo 2S 7.4v. EFRA dimensions.
nVision 05.01.14
#NVO 1121 50.3 Wh. 100C
Wt. 308/334 g. Wt. 319.1g.
nVision nVision Sample complies with
- LiPo 2S 7.4v. EFRA dimensions.
nVision 05.01.14
#NVO 1119 50.3 Wh. 100C
Wt. w/wire 311/337 g. | Wt. w/iwires 322.0 g.
Vision nVision Sample complies with
- LiPo 2S 7.4v. EFRA dimensions.
nVision 05.01.14
#NVO 1125 31.1 Wh. 100C
Wit. 197/213 g. Wt.  202.9 g.
RC Pro Amps Pro Amps Sample complies with
Industries LiPo 2S 7.4v. EFRA dimensions. 05.01.14
Int # 44.4 Wh. 60C T
' PA6060002S Wt. 292/316 g. Wt. 303.2 g.
RC Pro Amps Pro Amps Sample complies with
. LiPo 2S 7.4v. EFRA dimensions.
Industries # 05.01.14
Int PA6042002S2 31.1Wh. 60C
' P Wt. 185/201 g. Wt. 194.8 g.
Track & o Dualsky Sample complies with
Shanghai Field i CK LiPo 2§ 7.4v. EFFI)?A dimepnlsior\:g
Dualgky siFiecto 51.8 Wh. 80C © 05.01.14
#31085 SO O 222 wo 301827, Wi 326.4g.
5mm. Tubes.
Track & Dualsky Sample complies with
Shanghai Field LiPo 28 7.4v. EFRA dimensions. 05.01.14
Dualsky 34.0 Wh. 75C o
# 31097 Wt. 202/218 g. Wt. 207.7 g.




Shenzhen Gens ace Acepow Sample cc_)mplie_s with
Acepow # LiPo 28 7.4v. EFRA dimensions. 05.01.14
Electronics B50C50002S1 37.0 Wh. 50C
PH/Case10 Wit. 291/316 g. Wt. 292.3g.
Gens ace Acepow Sample complies with
SAh(f:;QVev” # LiPo 28  74v. | EFRAdimensions. | ..o
Electronics B65C53002S1 39.2 Wh. 65C
PH/Case10 Wit. 301/326 g. Wwt. 301.9g.
Gens ace Acepow Sample complies with
S:Sg;gfv" # LiPo 28  74v.  EFRAdimensions. ...,
Electronics B45C58002S2 42.9 Wh. 45C
PH/Case10 Wit. 304/329 g. Wt. 304.7 g.

Paul Worsley, (EFRA Battery Homologation Officer). Updated - 05.01.17. (03.04.17 Typo corrected) (Nineteen Pages).
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